Bondfr-Clegg, Ing.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31959.4 ( COMPLETE )

| | REFERENCE INFO: 0-325

CLIENT: BROHM MINING CORP.
PROJECT: R89-591

SUBMITTED BY: J. BARRON
DATE PRINTED: 12-0CT-89

ORDER ELEMENT

1 fu Gold

SAMPLE TYPES NUMBER

D DRILL CORE 65

NUMBER OF LOWER
ANALYSES  DETECTION LIMIT EXTRACTION METHOD
63 0.002 OPT Fire fAssay
SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
2 -130 63 fssay Prep 65
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARROM
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON




Bondr-Clegg, Inc. .
T80 Wi CL s Geochemical
Lakewood, Colorado 80228 Lab RepOI't
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
ED: 12-0CT-83
[ REPORT: DA9-31939.4 ’ PROJECT: R89-591 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au

NUMBER UNITS oPT NUMBER UNITS opPT

D2 R89-591-0-5 0.008 D2 R89-591-200-205 0. 002

D2 R89-591-5-10 0.002 D2 RB9-591-205-210 {0.002

D2 R89-591-10-15 0.005 D2 R89-591-210-215 0. 002

D2 R89-591-15-20 0.025 D2 R89-591-215-220 {0,002

D2 R83-591-20-25 0.028 D2 R89-591-220-225 0.052

D2 R89-591-25-30 0.020 D2 R83-591-225-230 0.035

D2 R89-591-30-35 0.019 D2 R89-591-230-235 0.022

D2 R89-591-35-40 0.014 D2 R83-591-235-240 0.028

D2 R89-591-40-45 0.011 D2 R89-591-240-245 0.017

D2 R89-591-45-50 0.055 D2 R89-591-245-250 0.009

D2 R83-591-50-55 0.043 D2 R89-591-250-255 0.003

D2 R89-591-55-60 0.012 D2 R89-591-255-260 {0.002

D2 R89-591-60-65 0.011 b2 RA9-591-260-265 0. 006

D2 R89-591-65-70 0.004 D2 R83-591-265-270 0.011

D2 R89-591-70-75 0.002 D2 R89-591-270-275 0.028

D2 R89-391-75-80 0.002 D2 RA9-591-275-280 0.032

D2 R89-591-80-85 0.009 D2 R89-591-280-285 0.044

D2 R89-591-85-90 0.0235 D2 RA3-591-285-290 0.039

D2 R&89-591-90-95 0.006 D2 R8I-591-230-295 0.055

D2 R89-591-95-100 0.009 D2 R89-591-295-300 0.448

D2 PDM-591-100-105 0.009 D2 PDM-591-300-305 0.310

D2 R89-591-105-110 0.007 D2 R89-591-305-310 0.686

D2 R89-591-110-115 0.036 D2 R39-591-310-315 0.953

D2 RA9-591-115-120 0.026 D2 R89-591-315-320 0.480

D2 R89-591-120-125 0.012 D2 R89-591-320-325 0.247 —

D2 RA9-391-125-130 0.017

D2 R89-591-130-135 0.018

D2 R89-591-135-140 0.022

D2 R89-591-140-145 0.036

D2 R89-591-145-150 0.019

D2 R89-591-150-155 0.014

D2 R89-591-155-160 0.010

D2 R89-591-160-165 0.008

D2 R89-391-165-170 (0. 002

D2 R89-591-170-175 {0,002

D2 R89-391-175-180 0.002

D2 R89-591-180-185 0.020

D2 R89-591-185-190 {0.002

D2 R89-391-190-195 0.026

D2 RA9-591-195-200 0.008
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.

12980 West C Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31363.4 ( COMPLETE )

| REFERENCE INFO: 325-495

CLIENT: EROHM MINING CORP.
PROJECT: RA89-591

SUBMITTED BY: J. BARRON
DATE PRINTED: 19-0CT-89

NUMEER OF LOWER

ORDER  ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION WETHOD |
1 Au Gold 34 0.002 OPT Fire Assay

SAMPLE TYPES NUNBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 3% 2 -150 34 Assay Prep 3 '

Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARROMN




Bondar-Clegg, Inc. i
12980 Wes C¥dar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 19-0CT-89

REPORT: D89-31963.4 PROJECT: R89-591 PAGE 1
SAMPLE ELEMENT Au - - o
NUMBER UNITS  OPT e EEEM MYOs
D2 R&9-591-325-330 0.332
D2 R89-591-330-335 0.146
D2 R89-591-335-340 0.225
D2 RA9-591-340-245 0.052
D2 R89-591-345-350 0.102
D2 R89-591-350-355 0.028
D2 R89-591-255-360 0.019
D2 R89-591-360-365 0.026
D2 R89-591-365-370 0.053
D2 R89-591-370-375 0.027
D2 R89-591-375-380 0.031
D2 R89-591-380-385 0.049
D2 R89-591-385-390 0.119
D2 RA9-591-390-395 0.028
D2 R&3-531-395-400 0.070
D2 R89-531-400-405 0.030
D2 RBI-591-405-410 0.022
D2 R83-591-410-415 0.065
D2 R89-591-415-420 0.075
D2 R89-591-420-425 0.102
D2 RB9-591-425-430 0.031
D2 R89-591-430-435 0.023
D2 RBI-591-435-440 0.021
D2 RA9-591-440-445 0.023
D2 R89-591-445-450 0.011
D2 R89-591-450-455 0.009
D2 R89-591-455-460 0.015
D2 RA9-591-460-465 0.010
D2 R89-591-465-470 0.065
D2 RA3-591-470-475 0.055
D2 R8I-591-475-480 0.042
D2 R83-591-480-485 0.023
D2 RB9-591-485-430 0.044

D2 R89-591-490-435 0.0711 —
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED






Bondar-Clegg, Inc. ‘;GK)C 1
12980 West Cedar Dr. |l€ﬂﬂ1](!ll
Lakewog;d,’Colorado 80228 Lab Rep()l't
(303) 9891404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA9-31962.4 ( COMPLETE ) I REFERENCE INFO: 495-700
CLIENT: BROHM MINING CORP, SUBMITTED BY: J. EARRON
PROJECT: RA9-591 DATE PRINTED: 19-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 M Gold T 0.002 0PT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAHPLE PREPARATIONS NUMBER
D DRILL CORE 42 2 -150 42 Rssay Prep 42
Excessive Wetness 604
Sample Pickup 1

REMARKS: Two samples labeled 640-645 were received.

Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARROM
MR. JIM BARROM




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood; ©olorado 80228
(303 9891404

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

/" DATE PRINTED
REPORT: D83-31%62.4 [ PROJECT:-RE3-591
SANPLE ELENENT  fu SANPLE "ELENENT'
NUMBER UNITS 0T MUMBER UNITS
D2 RB9-531-495-500 1.025 D2 RE3-591-630-695
D2 RB9-591-500-505 1.331 D2 R89-591-695-700 0.087 —
D2 RB9-591-505-510 0.528
D2 R89-591-510-515 0.889
D2 RB9-591-515-520 0.107
D2 R89-591-520-525 0,395
D2 RB9-591-525-530 0.0%

D2 R83-591-530-535 0.062
D2 RB9-591-535-540 0.053
D2 RB9-591-540-545 0.213
D2 RB9-591-545-550 0.082
D2 RB9-591-550-555 0.207
D2 RE9-591-555-560 0.080
D2 R89-591-560-565 0.050
D2 R89-591-565-570 0.122
D2 R83-591-570-575 0.230
D2 R89-591-575-580 0.212
D2 R89-591-560-585 0.047
D2 RB9-591-585-59 0.082
D2 R83-591-590-595 0.024
D2 R83-591-595-600 0.029
D2 R89-591-600-605 0.026
D2 RB9-591-605-610 0.048
D2 R89-591-610-615 0.017
D2 RA9-591-615-620 0.175
D2 R83-591-620-625 0.433
D2 R83-591-625-630 0.128
D2 R89-591-630-635 0.101
D2 RB9-591-635-640 0.255
T RB3-591-640-645 oI5 _ 0
[
D2 RB9-591-6A0-64SE 0,104
D2 RB3-591-645-650 0.141
D2 RB3-591-650-655 0,085
D2 RB9-591-655-660 0.117
D2 RB9-591-660-665 0.237
D2 RB9-591-665-670 0.234
D2 R89-591-670-675 0.145
D2 R89-591-675-680 0.166
D2 RB9-591-680-685 0.190
D2 R89-591-685-630 0.199
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED






"TITLE 19-~10~89 09:06:20 D89-31962.4 J. BARRON 29/10/89"
"CLIENT BROHM MINING CORP. )

"PROJECT R89-591 #SAMPLES:: 42 REFERENCE: 495-~700

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

“ Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"

u ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" oed AU FA OPT 42 0.002 99.9938 Results Reported &
"SAMPLE PREPS"

" 49 SAMPLE TYPE=D DRILL CORE H

" 41 P1l7= 42 Assay Prep 5

" 42 P64= 604 Excessive Wetness "

" 43 P23= 1 Sample Pickup u

"REMARKS" '

" 6@ Two samples labeled 640-645 were received. "
" 81 Final results are reported. 1

ok % % % Il

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

IIBEGIN " “Typell |IFrac|l llsample ID" " Aull
"19620001" "D" "2" "R89-591-495-500 " 1.025
"“1962@002" "D" "2" "R89-591-500~505 " 1.331
"19620004" "D" "2" "R89-591-505-510 " 0.528
"19620005" "D" "2" "R89-591-510-51§6 " ®.889
"19620006" "D" "2" "R89-591-515-520 " @.107
“1962000@7" "D'" "2" "R89-591-520~-525 " ®.385
"196290008" "D'" "2" "R89-591-525-530 " ©.096
"19620009" "D" "2" "R89-591-530-535 " 0.062
"19620010" "D" "2" "R89-591-535-540 2 0.053
"19620011" "pD" "2" "R89-591-540-545 " 0.213
"19620012" "D" "2" "R89-591-545-550 " 0.082
"19620013" "p" "2" "R89-591-550-555 " ©.207
"19620014" "D" "2" "R89-591-555-560 " 0.080
"19620015" "p'" "2" "R89-591-560~565 " 0.059
"19620016" "D" "2" "R89-591-565-570 " 0.122
"i19620017" "D" "2" "R89-591-570-575 " 0.230
"i19620018" "D" "2" "R89~-591-575-580 ! 0.212
"19620019" "D" "2" "R89~-591-580~-585 " 0.047
"19620020" "D" "2" "R89-591-585-590 " 0.082
"19620021" "D" "2" "R89-591~590~595 " ®.024
"19620022" "D" "2" "R89-591-595-600 ! ©.029
"19620023" "D'" "2" "R89-591-600-605 ! 0.026
"19620024" "D" "2" "R89-591-605-610 " 0.048
"19620025" "D'" "2" "R89~-591-610-615 " 0.017
"19620026" "D" "2" "R89-591-615-620 u 0.175
"19620027" "D" "2" "RB9-591-620-625 " ©.433
"19620029" "D" "2" "R89~591-625-630 ! 0.128
"19620030" "D" "2" "R89~-591-630-635 = 2.101
"19620031" "D" "2" "R89-591-635-640 " ©.255
"19620032" "D" "2" "R89-591-640-645 " 0.115
"19620033" "D" "2" "R89-591-640-~6458B " ©.104
"19620034" "D'" "2" "R89-591-645-650 ! 0.141
"19620035" "D'" "2" "R89-591-650~-655 " ©.085
"19620036" "D" "2" "RB89-591-655-660 " ®.117
"“19620037" "D" "2" "R89-591-660-665 " 0.237
"19620038" "D" "2" "R89-591-665-670 " ©.234
"19620039" "pD" "2" "R89-591-670-675 ! 9.145
"19620040" "D" "2" "R89~-591~-675-680 . 0.166
"19620041" "D" "2" "R89-591-680-685 ! 0.190
'19620042" "D" "2'" '"RB9-~591-685-690 t ©.199
"19620043"-"D" "2" - '"RBY=591-690~-695" . 0.154 AR

"19620044". "D" "2" "R89-591-695-700 2y 0.087

R RN T



"TITLE 12-10-89 15:32:14 D89-31959.4 J. BARRON ©3/10/89"
"CLIENT BROHM MINING CORP. ‘ "

"PROJECT R89-591 #SAMPLES:: 65 REFERENCE: ©-325

"SPECIAL VALUES"

" IS Insufficient Sample"

" —~9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"

“ ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 91 Au FA OPT 65 0.002 99.999 Results Reported "
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

' 41 P17= 65 Assay Prep &

" 42 P23= 1 Sample Pickup e

"REMARKS"

i 50 Final results are reported. "

% % % % 1l

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

HBEGIN " |ITypell IlFraCII llsample ID" " Aul'

"19590001" "D" "2" "R89-591-0-5 " 0.008

"1959@002" "D" "2" "R89~591-5-10 L ©.002

"19590003" "D'" "2" "R89-591-10-15 L 0.005

"19590004" "D" "2" "R89~591-15-20 " 0.025 \
"19590005" "D'" "2" "R89-5%91-20-25 N 0.028 'S -3e IS @ .02y
"1859@006" "D" "2" "R89-591-25-30 " @.020

""19590007" "D" "2" "“"R89-591-30-35 " 0.019

"19590008" "D" "2" "R89-591-35-40 " 0.014

""19590009" "D" "2" "R89-591-40-45 " 9.011

"195%0011" "D'" "2" "RB89-591-45-50 " 0.05% us-ss \6 @} .OQﬁ
"1959@012" "p" "“2" "R89-581-50~-55 " 0.043

"196%0013" "D" "2" "R89-591-55-60 " 0.012

"19590014" "D" "2" "R89-591-60-65 " 2.011

"19590015" "D" "2" "R89~-591-65~70 = 0.004

"195%0016" "D" "2" "R89-591-70~75 " 0.002

"195%@017" "D" "2" "R89-591-75-80 " 0.002

"19590018" "D" "2" "R89-591-80-85 " 0.009 .
"19590019" "D" "2" "R89-591-85-90 n 0.025 85-40 S @ .02S
"19590020" "D" "2" "R89-591-98-95 " 0.006

"1959@021" "D" "2" “"R89-591-95-100 " 0.009

"19859@0022" "D" "2" "PDM-591-100-105 " 0.009

"19590023" "D" "2" "R89~-591-105~110 " @.007 .
"19590024" "D" "2" "R89~-591-110-115 " 0.036 110 -120 1D Q? 03|
"19590025" "D" "2'" "R89-591-115-120 " 0.02

"19590026" "D'" "2" "R89-591-120-125 & 0.012

"198590027" "p" "2" "R89-591-125-130 " 0.017

"19596028" "pD" "2" "R89-591-130-135 it 9.018 :
"19590029" "D" "2" "R89~-591-135~140 " 02.022 125-145 1O @9 029
"19590030" "D" "2" "R89-581~140-145 L 0.036

"19590031" "D" "2" "R89-591-145-150 i 9.019

"19590032" "p" "2" "R89-591-150~155 " 0.014

''19590033" "D" "2" "R89-591-155-~160 i ©.010

"19590034" "p" "2" "RBY~591-160-165 L ©.008

"1959@6036" "D" "2" "R89-591-165-170 " -0.002

'"19590037" "D" "2" "R89-591-170-175 " -0.002

"19690038" "D'" "2" "R89-591-175-18@ i -0.002 \
"19590039" "“D" "2" "R89-591-180-185 " 0.020 \@o - 1B  S@ 020
"19590040" "D" "2" "R89-591-185-190 " -0.002 A
19590041 "D" "2" "R89~-591-190-195 % ©.026 |40~ 19S S @ .020
"19590042" "p" "2" "R89-591-195-200 " 0.008

"19680043" "p" "2" "R8Y-591-200-205 " -90.002

"196590044" np" "2" "RB9-591-205-210 1 -0.002

"195%90045" w"p" “2" "R89-591-210-215 " -90.002

"19590@846" "p" "2" "R89~-591-215-220 . -0.002
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SUBMIiTTAL FORM " LAB. REPORT NODS7HR5ZY

6631 Wes Way

130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. clo Lerch Brothers
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St. Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907)-561-0909
or - (218) 262-5003
P.O. Box 8059 o o
Blaine, WA. 98230 12980 West Cegar Dr. 37 Sherman St. 136 Industrial Road g
. Lakewood, Colbrado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 (403) 667-6523
Fax (604) 985-1071
Telex 04-352667 ‘
Please analyze by Assay (% ore grade)/F/ Geochemical (ppm, trace level) (]
Comments \
Type of Samples S,:r?\-pcl)és - Sam;(;éeerhileusr;lbers Elemeng to be Analyzed Remarks
A A o5 K- 59/ ///ﬁx(\,
AN (0-57)
Total No. Samples Date Shipped g:?;? g

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days a
marked below.

Date Rec’d at Bondar-Clegg / d, // / Q

PLEASE CHECK . BELOW

nd then discarded unless

PULPS

Free storage until year end and then discarded unless
marked below.

; ; Return .collect immediately O
Return immediately 0O s 3
Return collect after 60 days O Retum-coflect at year end o
: Store to January at a cost of $10/box
Gt \ Results and Invoices To Be Sent To A
~ (You will then be contacted) (approx. 1 cu. ft). .00 : fne T
s ! ; A 4 O Results
A ' [ ‘é} 622 r é /é;: 7 O Invoice
Sag}';zlg; submitted by~~_, i ‘WZ / 4 ' (for payment)
kgt 7 ¥ " ¥
i O Results
I O Invoice
i (copy)
Clie t,‘ﬁrbjéét number :
(oo O Results
: o gadied 'T's:w‘, : .0 Invoice . .
ngg ase order number. =~ & E i (g0
TR 'Printed In Canada White - Send with Samples  Yellow - Client Copy '

AT CEIR o e



SUBMITTAL FORM L5, repoRT NOIRT-SA2. o/

130 Pemberton Ave. 1A-625 Spice Island Dr., 243 Catlin St. clo Lerch Brothers 6631 Wes Way
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St. Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059
Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road
Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 ' (403) 667-6523
Fax (604) 985-1071
Telex 04-352667
Please analyze by Assay (% ore grade) Geochemical (ppm, trace level) [
Comments
Type of Samples s’;‘%??és Sam;zéee:\ll:sr;mbers Elements to be Analyzed Remarks

el ) 5% .
VDV N (m F 3O MY A~
v ' (4/@ 4?‘5) =

% i
Total No. Samples Date Shipped gr;f;:? g
No. Parcels in Shipment Date Rec’d at Bondar-Clegg / Q// / 7 /

PLEASE CHECK .~ BELOW
REJECTS : PULPS

OAROE OVERSIZE) Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless marked below.

marked below. i i
Return immediately O Return collect immediately O

Return collect after 60 days O “ Retum collect at year end =
Store to January at a cost of $10/box :

(Yo Ui Will then be contdots (approx. 1 cu. ft) ' O : Results and Invoices To Be Sent To : 3 o
W é / : 0 1/ O Results
Sé&i;les,submitted by ‘ M 2 (y : / ) (%,{L/AV/\\ - “E:,r'g;‘;'r‘:‘:m)

i " S : !
Sﬁl’p ent number O Rgsglts
) & O Invoice
(copy)
Client project number |
O Results
e jE Involce~
Purchase order number .(copy)
o Printed in Canada White - Send with Samples Yellow - Client Copy
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SUBMITTAL FORM  Lhe. Report NoDSZ-S/ 7222 &/

BONDAR-CLEGG

130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. cl/o Lerch Brothers 6631 Wes Way
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St.  Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059
Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road
Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 ) (403) 667-6523

Fax  (604) 985-1071
Telex 04-352667

Please analyze by Assay (% ore grade) Geochemical (ppm, trace level) [

Comments

Type of Samples S:r%qcl’és b Samps%nhf:;?bers Elements to be Analyzed 2 Remarks
e P 5T g

= =5 | 4f5500 [ W

| £ A &?5 70@
Total No. Samples Date Shipped zﬁfﬁ? g
No. Parcels in Shipment Date Rec’d at Bondar-Clegg / 0// / \Q q

PLEASE CHECK .- BELOW

REJECTS PULPS

(COARSE OVERSIZE) Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless markad. below

marked below. i i
Return immediately L Return collect immediately 0O

Return collect after 60 days O Retum,coNbct 4t year,erd a
Store to January at a cost of $10/box ,

(You will then be cont cted) (@pprox. 1 cu ft)

Samples submitted bx M%()

Shibﬁant number

'.!:.:f‘-;R:‘ehuIQs and Invoices ToBe SentTo™ . =« v 1) '“f-'
/}’_7 25) e / O Resuiis

: - Involce
; / (for payment)

O Results
O Invoice
(copy) :

Qllent broject number ;

e W : O Results
: : O Invoice
(copy)

Purchase order number

Printed In Canada £ " White - Send with Samples Yellow - Client Copy



TITLETTI9ST0=89"09%0 6 20"DE o310 6 21, e AR RO NS et
'CLIENT BROHM MINING CORP. ' i } : " : i ;
PROJECT R88~591 #SAMPLES:: 42 REFERENCE: 495-700 ‘ g
'SPECIAL VALUES™"
IS Insufficient Sample"
-9 No Value Recorded"
Values above the upper limit are shown as +uplimt"

Values below the lower limit are shown as -lolmt (ie not detected)"
DETERMINATIONS"
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
21 Au FA OPT 42 ©0.002 99.999 Results Reported "
SAMPLE PREPS"
49 SAMPLE TYPE=D DRILL CORE "
41 P1l7= 42 Assay Prep Wk
42 P64= 604 Excessive Wetness "
43 P23= 1 Sample Pickup i
REMARKS"

50 Two samples labeled 640-645 were received. "
51 Final results are reported.

* K Yo e (T re—

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"
BEGIN " "Type" "Frac" "Sample ID" "
19620001" "D" "2" "R89-591-495-500 "
19620002" "D" "2" "R89-591-500-505 "
19620004" "D" "2" "R89-591-505-510 "
19620005" "p" "2" "R89-5981-510-515 "
19620006" "D" "2" "RB9~-591-515-520 "
19620@07" "D" "2" "R89-591-520-525 o
19620008" "pD" "2" "R89-591-525-530 "
l962@e@9es" "p" "“2" "R89-591-530-535 .
L9620010" "D" "2" "R89-591-535-540 "
19620011" "D" "2" "R89-591-540-545 "
L9620012" "D" "2" "R89-591-545-5590 "
L962@013" "p" "2" "R8Y9-591-550-555 =
L9620014" "D" "2" "R89-591-555-560 “
L9e6200185" "p" "2" "R8IYI-591-560~-565 "
L9620016" "D" "2" "R89-591-565-570 "
L9s20017" "p" "2" "R89-591~-570-575 i
19620018" "D" "2" "R89-581-575-580 "
19620019" "D" "2" "R89-591~-58@8-58%5 "
L9620020" "D" "2" "R89-591-585-590 "
19620021" "D" "2" "RB89-591-590-595 W
Ls620022" "p" "2" "RB89~591-595-600 "
19620023" "D" "2" "R89-591-600-605 1
19620024" "D" "2" "R89-591-605-610 L
19620025" "p" "2" "R89-591-610-615 "
L9620026" "D" "2" "R8Y9-591-615-620 "
L9620027" "p" "2" "R89-591-620~625 "
L9620029" "p" "2" "R89-~591-625-630 &
19620030" "D" "2" "R89-591-630-635 "
L9620031" "p" "2" "R89-591-635-640 "

19620032" "p" “2" "RB89Y-591-640-645 " 0.1123%f¢ 2/@&=»JIO
L9620033" "p" "2" "R89-591-640-645B L 0.10 '
19620034" “p" "2" "R89-591-645-650 L 0.141
L9620@35" "p" "2" "RE9-591-650-655 L @.085
19620036" "D" "2" "R89Y-591-655-660 L 0.117
19620037" “p" "2" "R89-591-660-665 " 0.237
19620038" "p" "2" "RB9-591-665-670 u 0.234
L9620039" "p" "2" "R8Y-591-670-675 " 0.145
19620040" "D" "2" "RB89-591-675-680 " 0.166
19620041" "“p" "2" "R89-591-680-685 " 0.190
19620042" Tpu WoW WRB9-6591-685-690 2 2.199 §
19620043" "p" npu "RB9-591-690-695 " 0.154

L9620@44" npv ngwu "R89-591-695~700 ' 0.087 .
END" R



"19590047"
"19590048"
"19590049"
"19590050"
"19590051"
"19590052"
"19590053"
"19590054"
"195900556"
"'19690056"
"19590057"
"19590058"
"19590059"
"19690061"
"195690062"
"19590063"
'19690064"
19690065 "
"19590066"
"19590067"
19590068 "
IIENDH

IIE)II
IIDII
IIDII
IIDIl
"DII
IIDII
llDll
lIDII
IlDll
IIDII
IIDIl
IIDII
IIDII
IIDII
IIDII
lloll
IIDII
lIDll
IIDN
IIDII
(IDII

ll’Ell
1] 2 "
" 2 "
" 2"
" 2 "
n 2 "
" 2 "
" 2 1]
" 2"
" 2 "
" 2 "
" 2 "
" 2"
" 2 "
" 2 "
lI2 "
" 2 "
|I2 "
" 2 "
" 2 "
" 2 "

"R89-591-220-225
"RB9-591-225-230
"R89~591-230-235
"R89~591-235~-240
"R89~591-240-245
"R89~591-245-250
"R89~-591-250~-255
"R89-591-255-260
"R89-591~-260-265
"R89-591~-265-270
"R89-691-270-275
"R89-591-275-280
"R89-591-280-285
"R89~-591-285-290
"R89~591-290-295
"R89-591-295-300
"PDM~-591-300-305
"R89~-591~-305-310
"R89-591-~310~-315
"R89-591-315-320
"R89-591-320-325

B O

0.052
©.035
0.022
.02
0.017
0.009
0.003
-0.002
0.006
0.011
0.028
0.0SQW
0.044
2.039
0.055
0.448
2.310
—0.686
—2.953
©.480

0.247

0.

220 -240 20 @ -03¢
270 - 325
i)



“TITLE 19-10-89 ©9:01:20 D89-31963.4

"CLIENT BROHM MINING CORP.
"PROJECT R89-591

"SPECIAL VALUES

"

#SAMPLES:

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are

"DETERMINATIONS

J.

34 REFERENCE:

shown as
shown as

BARRON

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 01 Au FA
"SAMPLE PREPS"

" 4@ SAMPLE TYPE=D

OPT

DRILL CORE
Assay Prep
Sample Pic

" 5@ Final results are reported.

kup

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

"41 P17= 34
" 42 P23= 1
"REMARKS"

ok KKK N
"BEGIN " "Type"
"19630001" "D
"19630002" "D"
"19630003" "D"
"19630005" "D"
"19630006" "D
"19630007" "D"
"19630008" "D"
"19630009" "D"
"19630010" “D"
"19630011" "D"
"19630012" "D
"19630013" "D"
"“19630014" "D"
"19630015" "D"
"19630016" "D
"19630017" "D"
"19630018" "D"
"19630019" "D"
"19630020" "D
"19630021" "D"
"19630022" "D
"19630023" "D"
"19630024" "D"
"19630025" "D"
"19630026" "D"
"19630027" "D"
"19630028" "D
“19630030" "D"
"19630031" "D
"19630032" "D"
"19630033" "D
"19630034" "D
"19630035" "D
"19630036" "D

IIEND'I

“"Frac" "Sample ID"
w2m "R89-591-326-330
ngmw "R89-591-330-335
w2 "R89-591-335-340
"2 "R89-591-340-345
n2" "R89-591-345-350
" "R89-591-~350-355
"2" "R89-591-~355-360
o "RB9-591-360-365
npw "RB9Y-591-365-370
wpn WR89-~-591-370-375
wpnw "R89-591-375-380
npn "R89-~591-380-385
W "R89-591-385-390
nguw "RB9-591-390-395
ng" "R89-591-395-400
ng" "R89-591-400-405
n2" "R89-591-405-410
npuw U"R89-591-410-415
W "R89-591-415-420
"o "R89-591-420-425
ngn "R89-591-~425-430
ngw "Rg9-591-430-435
ngn “RB9-591-435-440
nou WR89-591~440-445
non "R89-591-445-450
ngn "R89-591-450-465
wpn "RB9-591-455-460
non UWRB9-591-~460-465
n2n "R89-591-465-470
w20 "R897591—470—475
w2 U"RBY-591-475-480
"o "RB9-591-480-485
npw "RB9-591-485-490
nou U"RE9~591-490-495

34 0.002 99.999

e6/10/89"
"
325-49%
+uplimt"
-~lolmt (ie not detected)"
COMMENTS"

Results Reported "

Aul!
©.332
©.146
0.225
0.052
0.102
©.028
0.019
©.026
©.053
0.027
©.031
©.049
©.119
©.028
©.070
0.030
0.022
©.065
©.075
0.102
0.031
©.023
0.021
©.023
0.011
0.009
2.015
®.210
©.065
2.055
©.042 -
0.023
0.044
0.071

270 - S
s @ 142




PSS X

Contractor ZA N /7

Coordinates 77 (OL. 44N 25243H5 Pro)oct.é)*é»o-/‘*wf""/\) — Hole No.fg?/“ 6—9/ (<. fe A —Sj
Drill Type 290K Wb Aux. Alr Casing Depth sate____ SO sheet L ot £ ’
Hole Size Bearing___— Inclination__— vl Date Started onoonyé// / é_c.l/n € //4/VC40P /74 7/
Collar Elev.___ 56°3 ./ Final Deoth A0’ Date Completed Hole Surveyed ’3// &
¥ GRAPHIC LOG ey GEOLOGIC NOTES
£3 ALTERATION geoere § 3 § ‘é vs.| 8 DESCRIPTION MINERALIZATION
§ = § ;' 3 e s 5 § 3 ROCK TYPE WINERALOGY, ALTERATION, TEXTURES, W e, Lex ASSAY
b 3 & 3 § s P o | GAAW SIZE, FRAGMENT Bi2e Velarw, Replecement ;. Ae | 4
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DRRLL CUTTING LOO

Contractor Coordinates Project e Hole No. Q g?«g 9/
Drill Type Casing Depth State sheet 2 ot __ 7
Hole Size Bearing._ Inclination_ Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
BOWH HOLL
e GRAPHIC LOG ppebllss o GEOLOGIC NOTES
% F{ALTERATION el 4 2 8 8 5. @ DESCRIPTION MINERALIZATION
- o - = x * -
3 s o2 : & E : 2 s ROCK TYPE WINERALOGY, ALTRRATION, TEXTURES, %““““ — ASSar
s . 3 g 3 § 2 i GRAM BIZE, FRAGMENT 8i28 Vol i L™ Ag
(e 125 [51/55° 7a1q . e
B < | /
i 220 '
' I
[ i
[ ] |
\ |
L] 22y 1
| 1] : |
ai |
1 2 i
| :
| Q45280
i . i
i | .
l
300
| o
|

Logged by:




Contractor

Coordinates Project . Hole No. Rg?’gq/
Drill Type Casing Depth State Shool_zﬂi
Hole Size Bearing Inclination__ Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
DOWN WOLE
. GRAPHIC LO(iS LOCATION GEOLOGIC NOTES
3‘-§ALTERA1’|ON' -:-_-_.- 28 g § §§ 2 § DESCRIPTION MINERALIZATION
i °©3 3 o<z 8| F [ROCK TYPE WINERALOGY, ALTERATION, TEXTURES, e ASsary
okl @ = w i Bessive, Discemingied,
e 3 .1 I3 § 5 GAAM BIZE, PAAGMENT 8128 Velatt, Replocement A | A
( Xie [958 7 244
( ] (L7 1 =
\ ]
! i
i
Svs-dn0) Drcpcr anihle oxilidi
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Teat - OS5t . /GV/‘/ re.
Vs
/-2 1) 420 — 448‘ Q'xlhd%
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DRILL CUTTING LOO
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R &)

Contractor

Coordinates Project —— Hole No. RE%-54]
Drill Type Casing Depth State Shu!io'._i
Hole Size Bearing inclination_ Date Started Property
Collar Elev. Fins! Depth Date Completed Hole Surveyed
3 GRAPHIC LOGS i i GEOLOGIC NOTES
z '.;Ausnmon-' o 2 s 3 F 33.| & DESCRIPTION MINERALIZATION
T 233 |sll22 3| 3 ImockTvee YWRALOSY, ALTERATION, TexTURES, RATRWTOM B ASSAY
ot ; g g 3 § 5 I emAm 8128, FRAGMENT 8i28 Velatm, .n.u..m-u : Ae Ao
/-Z [l € dh ; -
| \
|
,]
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